
H A L I K A R N A S  F R - 5

FLAME RETARDANCY /
GÜÇ TUTUŞURLUK

WEIGHT / AĞIRLIK 750 ± 5%

ADHESION / YAPIŞMA > 40

MARTINDALE - ABRASION /
AŞINMA DİRENCİ >100.000

TENSILE STRENGHT /
KOPMA DİRENCİ

> 450
> 300

TEAR STRENGHT / 
YIRTILMA DİRENCİ

> 45

> 30

ELONGATION AT BRAEAK /
KOPMA ANINDAKİ UZAMA

250 ± %20

40 ± %20

g / m2

N

RUB(12kPa)

N
N

N

N

%

%

ISO 2286-2

ISO 2411

ISO 5470-2

ISO 1421
ISO 1421

ISO 4674-1

ISO 4674-1

ISO 1421

ISO 1421

ACROSS / EN
ALONG / BOY

ACROSS / EN

ALONG / BOY

ACROSS / EN

ALONG / BOY

TEST TYPES / TEST TİPİ ASPECT / KRİTER NORM UNIT / BİRİM STANDART TEST

LIGHT FASTNESS /
IŞIK HASLIĞI

ANTIMICROBIAL & ANTIFUNGAL /
ANTİMİKROBİYAL & ANTİFUNGİ

ANTIMICROBIAL ACTIVITY /
ANTIMİKROBİYEL AKTİVİTE

>= 6

>= 6

BS  5852 Part 1  Ignition Source 0,1  (Cigaratte & Match)
EN 1021 Part 1 and 2
BS 5852 Part 1 Ignition Source 5
BS  7176 Medium Hazard
DIN 4102 B2 
French NFP 92 503 (M2)
UNI 9175 CLASSE 1M
IMO FTP Code Annex 1 Part 5
IMO FTP Code Annex 1 Part 8
ECE R 118 Annex 6,7,8  
US: CAL TB 117-2013, Section E
US: FAR 25/853
AT: ÖNORM B 3825, Gruppe 1
AT: ÖNORM A 3800 Teil 1 
FMVSS 302 (FR Standart of Motor Vehicles)

Good Effect

Good Effect

Good Effect

Good Effect

60 cm
/per minute

COLOR FASTNESS TO RUBBING /
SÜRTÜNME RENK HASLIĞI

>= 5-6

>= 5-6

BW

BW

GS

GS

ISO 20645: 2002

AATCC 147

ISO 105B02

ISO 105B02

ISO 105X12

ISO 105X12

DRY / KURU

WET / ISLAK

E. Coli (Growth under sample)

K. Pneumoniae (Growth under sample)

S. Aureus (Growth under sample)

S. Aureus (Growth under sample)

WATERPROOF /
SU GEÇİRMEZLİK OK BS 3424 Part 26

BS 3424 Part 19

Hydrostatic head 

After 24 hoursUREA RESISTANCE /
ÜRE DAYANIMI

No Significant Deterioration

LIGHT COLORS /
AÇIK RENKLER

DARK COLORS /
KOYU RENKLER

MARTINDALE - ABRASION /
AŞINMA DİRENCİ >200.000 RUB ISO 12947-2

COMPOSITION / İÇERİK BACKING / ZEMİN

%100 VISCONVINYL  /  URETHANE TOP COAT
VİNİL / POLİÜRETAN YÜZEY


